June 5, 2009

Ms Yvette Chen

SHEENMAX ENT. LTD

7 Xin De Road, High Technology Industrial Zone,

Ronggui, Shunde District Foshan City, Guangdong, China 528305

Subject: Greenguard-Sheenmax Project, Profile Study Test Results

Thank you for being a part of the GREENGUARD Certification Program M Jtis our pleasure to provide service to
Sheenmax and assist Sheenmax to achieve GREENGUARD Certification Program M

As the process of product certification, we are glad to notify you the profile study testing of Sheenmax’s
fourteen furniture samples is complete. The test reports for these samples are enclosed with this letter,
including predicted room concentrations. The results are summarized below:

. Predicted Levels Compared to
Predicted Levels Compared to .
GREENGUARD Criteria Levels GREENGUARD Children & Schools

Sample Description Criteria Levels

Total Total
TVOC |Formaldehyde| 5 johydes| TVOC |Formaldehydef 0oy

Sample 1--Xinxin 9-ply plywood
SEAT sample with single layer
Gray foam and Yidartex 23 series
upholstery

Meets Meets Meets Meets Meets Meets

Sample 2--Shengyu 9-ply plywood
SEAT sample with single layer
Gray foam and Yidartex 23 series
upholstery

Meets Meets Meets Meets Exceeds Meets

Sample 3--Shengyu 8-ply plywood
SEAT sample with single layer
Gray foam and Yidartex 23 series
upholstery

Meets Meets Meets Meets Exceeds Meets

Sample 4--Shengyu 6-ply plywood
SEAT sample with single layer
Gray foam and Yidartex 23 series
upholstery

Meets Meets Meets Meets Exceeds Meets

Sample 5--Samega 3-ply plywood
SEAT sample with single layer
Gray foam and Yidartex 23 series
upholstery

Meets Meets Meets Meets Meets Meets

Sample 6--Samega 13-ply plywood
SEAT sample with single layer
Gray foam and Yidartex 23 series
upholstery

Meets Meets Meets Meets Meets Meets

Sample 7--Samega 9-ply plywood
SEAT sample with single layer Blue
foam and Yidartex 23 series
upholstery

Meets Meets Meets Meets Meets Meets

Sample 8--Samega 3-ply plywood
SEAT sample with single layer
White foam and Yidartex 23 series
upholstery

Meets Meets Meets Meets Meets Meets

Sample 9--Samega 9-ply plywood
SEAT sample with Build up foam Meets Meets Meets Meets Meets Meets
and Yidartex 23 series upholstery

Sample 10--SM53051-1B/M arm &

Meets Meets Meets Meets Meets Meets
base cap sample
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Sample Description

Predicted Levels Compared to
GREENGUARD Criteria Levels

Predicted Levels Compared to
GREENGUARD Children & Schools
Criteria Levels

TVOC |Formaldehyde Aldzf%es TVOC |Formaldehyde AldTe‘:;('jes
Sample 11--Textile material --
Changfeng PU Co. ,Ltd PU Vinyl Meets Meets Meets Meets™ Meets Meets
material
Sample 12--Textile material --
TianAn PVC Co. Ltd PVC Vinyl Meets Meets Meets |Exceeds™ Meets Exceeds
material
Sample 13--Textile material --
Jingfeng Leather Co.Ltd Buffalo splif Meets Meets Meets |Exceeds™ Meets Meets
leather with PU laminated
Sample 14--Textile material --
Ruibang Leather Co. Ltd Buffalo Exceeds Meets Meets |Exceeds™ Meets Meets
split leather with PU coating

*Predicted to exceed the criterion for N,N-dimethylformamide

All the test data are from Air Quality Sciences, Inc.(AQS) testing laboratory , These reports are only in support of

the GREENGUARD Indoor Air Quality and GREENGUARD Children & School Certification Programs.

If you have any questions or concerns about the profile study results please contact:

Account Manager

Brian Chen

Tel: (8610) 6436 6688 ext. 106
Mobile: 1330 103 0911

Technical Support Manager

Kelly Miao

Tel: (8610) 6436 6688 ext. 116
Mobile: 1366 133 6549

Please keep in mind that all information obtained as part of the profile study testing is confidential as per the

signed Testing Agreement.

Sincerely,

Kelly Miao
Technical Support Manager




